
 

QC-GF-30      Densimeter 

Description  

First weighing the sample mass in air ,  and then weighing the mass in the l iquid 

(water),  through built-in program of tester automatically calculate and show the 

density directly,  the appearance of the test specimen is not l imited . 

Metall ic materials testing mainly for precious metals which can test metal purity or 

powder forming of combined condition . 

The plastic of polymer can evaluate the material volume and use of  material of issue .  

 

Key words:  weighting scale, density scale, scale, measuring machine, mea suring 

equipment.  

Conform to Standards  

ASTM D792-93        ISO 2481 

 

Industry 

Rubber Industry, Plastic Industry, Metal Industry  



 

 



Related Machines 

QC-618A  DIN Abrasion Tester 

 

 

 

 

 

 

 


